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C30vg4-Mo/W – conclusions today

Tungsten performed roughly as expected, 
data connects almost to 30 GHz data at short pulse

Different pulse length dependence for W

Refractory metals process slower

Molybdenum result not typical, new test to confirm

Black Rings around clamping joints for the Mo-structure


